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Electronic evidence of an insulator-superconductor crossover in singlelayer FeSe/SrTiO3 films
Abstract

In high-temperature cuprate superconductors, it is now generally agreed that superconductivity is realized by
doping an antiferromagnetic Mott (charge transfer) insulator. The doping-induced insulator-tosuperconductor transition has been widely observed in cuprates, which provides important information for
understanding the superconductivity mechanism. In the iron-based superconductors, however, the parent
compound is mostly antiferromagnetic bad metal, raising a debate on whether an appropriate starting point
should go with an itinerant picture or a localized picture. No evidence of doping-induced insulatorsuperconductor transition (or crossover) has been reported in the iron-based compounds so far. Here, we
report an electronic evidence of an insulator-superconductor crossover observed in the single-layer FeSe film
grown on a SrTiO3 substrate. By taking angle-resolved photoemission measurements on the electronic
structure and energy gap, we have identified a clear evolution of an insulator to a superconductor with
increasing carrier concentration. In particular, the insulator-superconductor crossover in FeSe/SrTiO3 film
exhibits similar behaviors to that observed in the cuprate superconductors. Our results suggest that the
observed insulator-superconductor crossover may be associated with the twodimensionality that enhances
electron localization or correlation. The reduced dimensionality and the interfacial effect provide a new
pathway in searching for new phenomena and novel superconductors with a high transition temperature.
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single-layer FeSe/SrTiO3 films
ARPES

a single-layer Se-Fe-Se unit, which is an essential building block
of the iron-based superconductors (19). Second, the superconducting single-layer FeSe/SrTiO3 film possesses a distinct
electronic structure that exhibits only electron pockets near the
Brillouin zone corner without any Fermi crossing near the zone
center (20–22). In particular, it was found that annealing in
vacuum can tune the carrier concentration of the FeSe/SrTiO3
films (21, 33), thus providing a good opportunity to investigate its
carrier-dependent behaviors.
In this paper, to our knowledge, we report the first observation
of an insulator–superconductor crossover in the iron-based
superconductors by performing systematic angle-resolved photoemission (ARPES) measurements on the single-layer FeSe/
SrTiO3 films at various carrier concentrations. At a very low
carrier concentration, the spectral weight near the Fermi level is
suppressed, accompanied with the opening of an insulating
energy gap. When the carrier concentration increases, the spectral
weight begins to fill in the insulating gap, resulting in a decrease in
gap size with the formation and sharpening of the peak at the
Significance
The doping-induced insulator-to-superconductor transition has
been widely observed in cuprates, which provides important information for understanding the superconductivity
mechanism. However, in the iron-based superconductors, no
evidence of doping-induced insulator–superconductor transition (or crossover) has been reported so far. In this paper, to
our knowledge, we report the first electronic evidence of an
insulator–superconductor crossover observed in the singlelayer FeSe film grown on a SrTiO3 substrate, which exhibits
similar behaviors to that observed in the cuprate superconductors. The observed insulator–superconductor crossover
may be associated with the two-dimensionality that enhances
electron localization or correlation. The reduced dimensionality
and the interfacial effect provide a new pathway in searching
for new phenomena and novel superconductors with a high
transition temperature.

| insulator-to-superconductor crossover |

T

he iron-based superconductors (1–4) represent the second
class of high-temperature superconductors after the discovery
of the first class of high-temperature cuprate superconductors. It is
now generally agreed that the superconductivity in cuprates is
realized by doping a Mott (charge transfer) insulator (5). In the
iron-based superconductors, however, the parent compounds
mostly exhibit a poor metallic behavior with an antiferromagnetic
order, thus raising a debate on whether an appropriate starting
point should go with an itinerant picture or a localized picture (6–
18), particularly whether the picture of doping a Mott insulator is
relevant to the iron-based superconductors (1, 3, 11, 16, 17). Some
theoretical calculations indicate that the iron-based superconductors may be in proximity to a Mott insulator (11, 16, 17),
and attempts have also been made to unify cuprates and ironbased superconductors in theory (18). However, so far no clear
experimental evidence of doping (or carrier concentration)induced insulator–superconductor transition (or crossover) has
been reported in the iron-based superconductors.
The latest discovery of possible high-temperature superconductivity in the single-layer FeSe films grown on a SrTiO3 substrate has attracted much attention both experimentally (19–27)
and theoretically (28–32). The reduced dimensionality with enhanced interfacial effect makes this system distinct from its bulk
counterpart. First, it has a simple crystal structure that consists of
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In high-temperature cuprate superconductors, it is now generally
agreed that superconductivity is realized by doping an antiferromagnetic Mott (charge transfer) insulator. The doping-induced
insulator-to-superconductor transition has been widely observed in
cuprates, which provides important information for understanding
the superconductivity mechanism. In the iron-based superconductors, however, the parent compound is mostly antiferromagnetic
bad metal, raising a debate on whether an appropriate starting point
should go with an itinerant picture or a localized picture. No
evidence of doping-induced insulator–superconductor transition (or
crossover) has been reported in the iron-based compounds so far.
Here, we report an electronic evidence of an insulator–superconductor crossover observed in the single-layer FeSe film grown on a SrTiO3
substrate. By taking angle-resolved photoemission measurements on
the electronic structure and energy gap, we have identified a clear
evolution of an insulator to a superconductor with increasing carrier
concentration. In particular, the insulator–superconductor crossover
in FeSe/SrTiO3 film exhibits similar behaviors to that observed in the
cuprate superconductors. Our results suggest that the observed insulator–superconductor crossover may be associated with the twodimensionality that enhances electron localization or correlation. The
reduced dimensionality and the interfacial effect provide a new
pathway in searching for new phenomena and novel superconductors with a high transition temperature.

Fermi level. Eventually, when the carrier concentration increases
to a critical value, the insulating gap closes and superconductivity
starts to emerge. The overall evolution in the single-layer FeSe/
SrTiO3 film is quite similar to the insulator–superconductor transition observed in the cuprate superconductors (34–38). Our
observations have established a clear case that an insulator–
superconductor crossover takes place with increasing carrier
concentration in a 2D iron-based superconductor. The similarities between the current observations and those in cuprates
provide new insights in understanding the superconductivity
mechanism in these systems. The observed insulator–superconductor crossover in the single-layer FeSe/SrTiO3 film points to
the significant role of the reduced dimensionality in dictating the
physical properties and superconductivity.
Results
The as-grown FeSe/SrTiO3 films were consecutively annealed in
vacuum. During the annealing process, it was found that two
different phases can be identified in the single-layer FeSe/SrTiO3
films by their distinct electronic structures: The initial N phase in
the as-grown sample possesses an electronic structure that bears
resemblance to that observed in the parent compound of
BaFe2As2 in its magnetic state (21, 39), and the final S phase in
the sufficiently annealed sample shows only electron pockets
near the (π,π) zone corners (21). The N phase decreases with the
vacuum annealing accompanied by an increase in the S phase;
they coexist in the intermediate annealing process (21). In this
work, we will concentrate on the S phase and report our observation of an insulator–superconductor crossover with increasing
carrier concentration in this S phase. Because the S phase shows
only electron pockets near the M(π,π) points, the carrier concentration of the S phase can be determined by the measured
area of the electron Fermi pockets (SI Appendix, Fig. S1). Different annealing sequences lead to different carrier concentrations
of the S phase. For convenience, we will label the samples
annealed at different sequences with the carrier concentration
x hereafter.

The primary question we will address in this work is, as soon as
the S phase emerges with vacuum annealing, whether it is insulating, metallic, or superconducting. For this purpose, we take
advantage of the photoemission matrix element effect to selectively probe the electronic structure of the S phase even when it
coexists with the N phase in the intermediate annealing process.
We find that, using a proper measurement geometry, the electronic structure along a momentum cut near M2(−π,π) is dominated by the signal of the S phase, whereas the signal along
a momentum cut near M3(−π,−π) is dominated by the N phase
(SI Appendix, Fig. S2). This makes it possible for us to focus on
the signal of the S phase, as presented below.
Fig. 1 shows the band structure evolution with the carrier
concentration for the S phase in the single-layer FeSe/SrTiO3
films (Fig. 1 A–G). The measurement was performed along the
momentum cut shown in Fig. 1O near the M2 point at a temperature of ∼20 K. For comparison, the band structure of the Ladoped Bi2Sr2CuO6+δ (La-Bi2201) at various doping levels measured along the (0,0)-(π,π) nodal cut (Fig. 1P) is also presented in
Fig. 1 H–N. For the La-Bi2201 system, it has been shown that in
the heavily underdoped region, there is an insulator–superconductor transition that occurs near the doping level of ∼0.10:
below this doping level, there is a gap near the nodal region and
the entire Fermi surface is gapped (35). As seen from Fig. 1, at a
very low carrier concentration, the spectral weight of the electron-like bands in the S phase of the single-layer FeSe/SrTiO3
film is rather weak (Fig. 1A). It gets stronger with the increasing
carrier concentration. The band structure evolution with carrier
concentration in the S phase is quite similar to that observed in
La-Bi2201 (35).
Photoemission spectra [energy distribution curves (EDCs)] of
the S phase in the single-layer FeSe/SrTiO3 film measured at the
Fermi momentum of the electron-like band (kFR in Fig. 2A) at
∼20 K are shown in Fig. 2B (for original EDCs, see SI Appendix,
Fig. S3). At a carrier concentration lower than 0.073, the corresponding EDC shows little spectral weight at the Fermi level.
When the carrier concentration increases, a peak first emerges near
the Fermi level, and then gets stronger and becomes a well-defined

Fig. 1. Doping evolution of band structure of the S phase in the single-layer FeSe/SrTiO3 film and the comparison with that in La-Bi2201. (A–G) Band
structures of the S phase corresponding to carrier concentrations of <0.073, 0.073, 0.076, 0.087, 0.089, 0.098, and 0.114, respectively. The measurements were
performed at a temperature of ∼20 K along a momentum cut near M2, as shown in O on a typical Fermi surface mapping of the 0.114 sample (21). For
comparison, the band structure evolution of La-Bi2201 is shown in H–N, which correspond to doping levels of P = 0.03, 0.04, 0.055, 0.07, 0.08, 0.10, and 0.16,
respectively. The measurements were performed at a temperature of ∼15 K along a nodal momentum cut as shown in P on a Fermi surface mapping of LaBi2201 with P = 0.16 (35).

18502 | www.pnas.org/cgi/doi/10.1073/pnas.1414094112

He et al.

sharp peak at high carrier concentration like x = 0.114 (Fig. 2B).
To check on possible gap opening, we divided out the Fermi
distribution function from the photoemission intensity plots and
highlight the near–Fermi-level energy region in Fig. 2A. The
spectral weight is suppressed at low carrier concentration that
indicates a gap opening. The spectral weight suppression gets
weaker with increasing carrier concentration, and the gap
appears to be closed for the x = 0.089 sample. However, further
increase of the carrier concentration leads to a clear reopening
of an energy gap with much reduced spectral weight at the Fermi
level. To quantitatively keep track on the gap size change, the
original EDCs (Fig. 2B) are symmetrized and shown in Fig. 2D.
The symmetrization procedure can remove the effect of the
Fermi distribution function and provides an intuitive way of
discerning a gap opening (40). It is clear from Fig. 2D that, when
the carrier concentration is low, there is a gap opening manifested by a spectral dip at the Fermi level. When the carrier
concentration increases, the gap size, measured by the half-distance between the EDC peaks, gets smaller and closes at the
carrier concentration of 0.089. Reopening of the energy gap is
also evident as seen in the samples with carrier concentration of
0.098 and 0.114. For comparison, Fig. 2C shows EDCs of LaBi2201 at various doping levels, and the corresponding symmetrized EDCs are shown in Fig. 2E. The S phase in the single-layer
FeSe/SrTiO3 film shows similar behaviors in its spectral line
shape evolution with the carrier concentration compared with
the La-Bi2201 system (35) as well as other cuprate systems (34).
He et al.

The two gaps observed in the S phase of the single-layer FeSe/
SrTiO3 films, one that opens at carrier concentration lower than
0.089 and the other that opens at carrier concentration higher
than 0.089, exhibit different temperature dependence (Fig. 3).
The high carrier concentration energy gap shows a clear temperature dependence; it closes above a critical temperature (∼40 K
in Fig. 3I for the 0.098 sample). Its gap size as a function of
temperature follows a Bardeen–Cooper–Schrieffer (BCS)-like
form (Fig. 3J). These observations, together with its strong coherence peak (Fig. 3I) and the particle-hole symmetry observed
before (20–22), strongly indicate that this represents most likely
a superconducting gap. On the other hand, the low carrier
concentration energy gap behaves differently in a couple of
aspects. First, the EDC peak is relatively broad at all temperatures; thermal broadening makes it even weaker at high temperature (Fig. 3G, 0.076 sample). Second, the gap size shows
little temperature dependence until the highest temperature we
have measured (75 K in Fig. 3H for the 0.076 sample). Fig. 3 A–F
show the temperature evolution of the band structure measured
along the momentum cut near M2 (as shown in Fig. 1O) for the
0.076 sample; the Fermi distribution function has been divided
out to see part of the band above the Fermi level. Over the
temperature range we measured, the spectral weight near the
Fermi level is suppressed, signaling the opening of an energy gap.
Third, the gap size can be rather large, up to ∼50 meV for the
sample with a carrier concentration less than 0.073, which is
much larger than the largest superconducting gap observed so far
in the single-layer FeSe/SrTiO3 film (∼20 meV) (19, 21, 22).
PNAS | December 30, 2014 | vol. 111 | no. 52 | 18503
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Fig. 2. Doping evolution of the photoemission spectra and the energy gap of the S phase in the single-layer FeSe/SrTiO3 film and its comparison with that in
La-Bi2201 system. (A) Photoemission intensity plots of the S phase corresponding to carrier concentrations of <0.073, 0.073, 0.076, 0.087, 0.089, 0.098, and
0.114, respectively, along the momentum cut shown in Fig. 1O. The Fermi distribution function is divided out to observe the opening of the energy gap. (B)
Original EDCs at the Fermi momentum (kFR) marked in A (on 0.114 sample). The corresponding symmetrized EDCs are shown in D. The EDCs are labeled by the
corresponding carrier concentrations. (C) Original EDCs at kF for La-Bi2201 along the momentum cut of the nodal direction (Fig. 1P). The corresponding
symmetrized EDCs are shown in E (35). Below the doping level of ∼0.10, there is an opening of the nodal insulating gap. Above ∼0.10, the La-Bi2201 sample
becomes superconducting with a d-wave superconducting gap. No gap is observed for the 0.105 sample because the superconducting gap size is zero along
the nodal direction. (F) Fermi surface mapping near M2 point for the FeSe 0.076 sample. The dashed green circle schematically shows the underlying Fermi
surface. (G) Symmetrized EDCs measured on the four Fermi momenta (marked by white solid circles in F) on the underlying Fermi surface in F. Red arrows
indicate the position of the energy gap.

Fig. 3. Different temperature dependence of the two energy gaps for the S phase in the single-layer FeSe/SrTiO3 film. (A–F) Photoemission intensity plots of
the FeSe 0.076 sample measured along the momentum cut near M2 shown in Fig. 1O at 24, 35, 45, 55, 65, and 75 K, respectively. To observe part of the band
above the Fermi level, the images are divided by the corresponding Fermi distribution function at different temperatures. A gap opening can be seen from
the suppression of the spectral weight at the Fermi level, which persists from 24 to 75 K. (G) Symmetrized EDCs at the Fermi momentum kF measured on the
FeSe 0.076 sample at various temperatures. The red arrows indicate the position of the energy gap. The variation of the energy gap at different temperatures
is shown in H. Over the temperature range we measured, the gap size shows little change with temperature. (I) Symmetrized EDCs at the Fermi momentum kF
measured on the FeSe 0.098 sample at various temperatures. The variation of the gap size at different temperatures is shown in J. It decreases with increasing
temperature and closes above ∼40 K. The gap variation with temperature follows a BCS-like form (dashed line).

These different behaviors indicate that the low carrier concentration energy gap is distinct from the superconducting gap. On
the other hand, the broad EDC peaks, weak temperature dependence of the gap, and its relatively large size compared with
the superconducting gap are similar to those observed in the
insulating heavily-underdoped cuprates (34, 35). Therefore, we
believe the low carrier concentration energy gap is more consistent with an insulating gap. We have also examined the
momentum dependence of this insulating gap. As shown in Fig.
2G, within the experimental uncertainty, the gap size changes little
along the “Fermi surface,” 20∼25 meV for the 0.076 sample at
several Fermi momenta shown in Fig. 2F. This seems to be consistent with an isotropic insulating gap, although we caution that
the determination of the insulating gap size involves relatively
larger uncertainty because the EDC peaks are much weaker and
broader than those in the superconducting samples.
The above electronic evidence clearly indicates that, at low
carrier concentration, the S phase of the single-layer FeSe/
SrTiO3 film shows an insulating behavior. Its gap size decreases
with increasing carrier concentration, and near the carrier concentration of 0.089, the insulating gap approaches zero. Right
after this carrier concentration, superconductivity starts to emerge.
Such an evolution is schematically summarized in Fig. 4A, together with the superconducting region at higher carrier concentration (21). This leads to a critical concentration near x = 0.089
at which an insulator–superconductor crossover occurs in the S
18504 | www.pnas.org/cgi/doi/10.1073/pnas.1414094112

phase. For comparison, we also include the phase diagram of the
La-Bi2201 system where a clear insulator–superconductor transition has been recently identified near the doping level of 0.10
(Fig. 4B) (35). It is interesting to note that the band structure (Fig.
1), the EDCs and gap opening (Fig. 2), and the phase diagram
(Fig. 4) show many similarities between the S phase of the singlelayer FeSe/SrTiO3 film and the La-Bi2201 system. On the other
hand, there are some distinctions between single-layer FeSe/
SrTiO3 film and La-Bi2201. In the La-Bi2201 system, the parent
compound is an antiferromagnetic insulator. With increasing
doping, the nodal gap decreases to zero at ∼0.10, together with
the disappearance of the 3D antiferromagnetism. In the singlelayer FeSe/SrTiO3 film, it has been suggested that the N phase is
possibly a magnetic phase (21), but it remains unclear whether
the S phase at low carrier concentration (or zero carrier concentration) is magnetic or not. Another distinction is that LaBi2201 is a quasi-2D system; it becomes 3D upon entering the
superconducting state. On the other hand, the single-layer FeSe/
SrTiO3 is a genuine 2D system, remaining to be 2D even in the
superconducting state.
Discussion
We notice the above gap evolution with carrier concentration is
not simply from FeSe itself, because neither the insulating gap
nor the ∼20-meV superconducting gap was observed in bulk
FeSe single crystal. Reduced dimensionality and interfacial
He et al.

effect may play an important role. In fact, 2D systems with strong
interfacial effect have attracted much attention by their exotic
emergent phenomena. For example, in LaAlO3/SrTiO3 system,
both a magnetic state (41) and a superconducting condensate
(42) have been suggested as its ground states. Moreover, a pseudogap behavior and carrier density-induced insulator-to-superconductor transition have been observed, which are analogous
to those in cuprates (43, 44). In our present case, the reduced
dimensionality and strong interfacial effect have produced a new
phenomenon in the iron-based superconductors: to our knowledge, the first observation of carrier density-induced insulator-tosuperconductor crossover in the 2D FeSe/SrTiO3 films, which is
not seen in bulk iron-based superconductors so far.
In 2D systems, all electrons are believed to be localized even
for the smallest levels of disorder (45). In principle, electrons can
be spatially localized, either as a consequence of the random
potential, which leads to Anderson localization (46), or of interactions, which results in a Mott insulator, or a combination of
both (47). In the case of single-layer FeSe/SrTiO3 films, during
the annealing process, in addition to the electron concentration
increase in the S phase (21), there are two other concomitant
processes with the change of the relative amount of the N phase
and S phase, and the change in the overall sample composition.
During annealing, the initially dominant N phase gradually decreases with a concurrent increase of the S phase. It was also
found that in the initial stage of annealing, some extra Se adatoms
tend to appear on the surface of the FeSe film; it decreases with
annealing, and in the final annealing stage, some Se vacancies can
be formed (33). On the one hand, upon annealing, the amount of
the N phase decreases, thus reducing the disorder effect to the
transport properties of the S phase. On the other hand, during
annealing, the disorder effect tends to first decrease with the
removal of excess Se on the FeSe surface, and then increase from
the formation of the Se vacancies within the FeSe layer. If the
observed insulator–superconductor crossover is due to disorderinduced Anderson localization, the former case may be consistent
with the picture, whereas the latter case with the enhanced
He et al.

disorder effect from the Se vacancy formation is inconsistent with
the scenario.
An alternative scenario on the possible origin of the observed
insulator–superconductor crossover in the S phase of the singlelayer FeSe/SrTiO3 film is that the electron correlation in this 2D
system is strong so that the parent insulating phase may approach a Mott insulator. A number of our observations are in
agreement with this possibility. (1). The single-layer FeSe/SrTiO3
film may exhibit the strongest electron correlation among all of
the iron-based compounds. It has been theoretically proposed
that the iron-based superconductors may be on the verge of the
doped Mott insulator (11, 15), and experimentally it has been
shown that the iron pnictides, like BaFe2As2, exhibit moderately
strong electron correlation (48). Further calculations indicate
that the electron correlation in the iron-chalcogenides, like FeSe
and FeTe, is stronger than that in the iron-pnictides (49). The
electron correlation in the single-layer FeSe/SrTiO3 film can be
further enhanced by its two-dimensionality compared with its 3D
bulk form. Moreover, the tensile stress exerted on the FeSe film
from the SrTiO3 substrate (19, 22) will also lead to the enhancement of the electron correlation (2). In a multiorbital
system like the iron-based compounds, the carrier densityinduced Mott transition may be realized in an orbital-selective
fashion. In the iron-based compounds, depending on the electron repulsion and the relative bandwidth of each orbital, different orbitals may exhibit quite disparate behaviors, with some
of them behaving like a Mott insulator while the other remains
like a metal (50). Such an orbital-selective Mott transition has
been examined in AxFe2−ySe2 superconductor (51) where it is
found that the dxy orbital is responsible for such a Mott transition
(51). This dxy orbital forms an electron-like band near the M(π,π)
point in the AxFe2−ySe2 superconductor (51). In the S phase of
the single-layer FeSe/SrTiO3 film (Fig. 1 A–G), it is the same dxy
orbital that forms the electron-like band near M point. (3). In the
copper-oxide superconductors, it is usually agreed that superconductivity arises from doping the Mott insulator (5). The
similar behaviors of the insulator–superconductor crossover
PNAS | December 30, 2014 | vol. 111 | no. 52 | 18505
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Fig. 4. Schematic phase diagrams of the S phase in the single-layer FeSe/SrTiO3 film and La-Bi2201. (A) Phase diagram of the S phase in the single-layer FeSe/
SrTiO3 film that shows the decrease of the insulating energy gap (black solid diamond) with increasing carrier concentration at low doping side and the
increase of the superconducting gap (red solid triangle) and the corresponding superconducting transition temperature Tc (blue empty square) with
increasing carrier concentration at high doping side. There is an insulator–superconductor crossover near ∼0.09 carrier concentration. (B) Phase diagram of
La-Bi2201 showing a clear insulator–superconductor transition near 0.10 doping level. On the lower doping side, the nodal gap (black solid diamond)
decreases with increasing doping and approaches zero at ∼0.10 (35).

observed in the S phase of the single-layer FeSe/SrTiO3 film and in
heavily underdoped La-Bi2201 (35) are consistent with the doping
Mott insulator picture.
In summary, by systematic study on the carrier evolution of the
S phase in the single-layer FeSe/SrTiO3 films, we have observed
the first example (to our knowledge) of a carrier density-induced
insulator–superconductor crossover in the iron-based superconductors. The evolution shows strong similarity to the insulator–
superconductor transition observed in the high temperature cuprate superconductors. Although further work needs to be done to
pin down on the origin of the insulator–superconductor crossover,
such as the Anderson localization or orbital selective Mott transition, our results point to the importance of two-dimensionality in
giving rise to such a new phenomenon, which is not seen in its bulk
counterpart. The reduced dimensionality, combined with the
enhanced interfacial effect, may provide a new platform to explore
for novel phenomena and high-temperature superconductivity.

microscope. The details of the sample preparation process and conditions
can be found in ref. 19. The as-grown samples were consecutively annealed
in ultrahigh vacuum at different temperatures and for different times as described before (21). After each annealing, ARPES measurements were carried
out to keep track on the evolution of band structure, Fermi surface, and
energy gap.
ARPES measurements were performed on our laboratory system equipped
with a Scienta R4000 analyzer and a helium lamp with a photon energy of
21.218 eV as the light source (52). The energy resolution was set at 10∼20 meV
for the band structure measurements and Fermi surface mapping and at
4∼10 meV for the gap measurements. The angular resolution for the
measurements is ∼0.3°. The Fermi level is determined by measuring on a
clean polycrystalline gold, which is electrically connected to the sample. The
measurements were carried out in ultrahigh vacuum with a base pressure
better than 5 × 10−11 torr.

The as-grown single-layer FeSe/SrTiO 3 films were prepared by the molecular beam epitaxy method and characterized by scanning tunneling
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