University of Wollongong

Research Online
Faculty of Engineering and Information
Sciences - Papers: Part A

Faculty of Engineering and Information
Sciences

1-1-2016

A review of shear strength models for rock joints subjected to constant
normal stiffness
Sivanathan Thirukumaran
University of Wollongong, Aurecon Australasisa Pty Ltd, ts377@uowmail.edu.au

Buddhima Indraratna
University of Wollongong, indra@uow.edu.au

Follow this and additional works at: https://ro.uow.edu.au/eispapers
Part of the Engineering Commons, and the Science and Technology Studies Commons

Recommended Citation
Thirukumaran, Sivanathan and Indraratna, Buddhima, "A review of shear strength models for rock joints
subjected to constant normal stiffness" (2016). Faculty of Engineering and Information Sciences - Papers:
Part A. 6295.
https://ro.uow.edu.au/eispapers/6295

Research Online is the open access institutional repository for the University of Wollongong. For further information
contact the UOW Library: research-pubs@uow.edu.au

A review of shear strength models for rock joints subjected to constant normal
stiffness
Abstract
The typical shear behaviour of rough joints has been studied under constant normal load/stress (CNL)
boundary conditions, but recent studies have shown that this boundary condition may not replicate true
practical situations. Constant normal stiffness (CNS) is more appropriate to describe the stress-strain
response of field joints since the CNS boundary condition is more realistic than CNL. The practical
implications of CNS are movements of unstable blocks in the roof or walls of an underground excavation,
reinforced rock wedges sliding in a rock slope or foundation, and the vertical movement of rock-socketed
concrete piles. In this paper, the highlights and limitations of the existing models used to predict the shear
strength/behaviour of joints under CNS conditions are discussed in depth.

Disciplines
Engineering | Science and Technology Studies

Publication Details
Thirukumaran, S. & Indraratna, B. (2016). A review of shear strength models for rock joints subjected to
constant normal stiffness. Journal of Rock Mechanics and Geotechnical Engineering, 8 (3), 405-414.

This journal article is available at Research Online: https://ro.uow.edu.au/eispapers/6295

Journal of Rock Mechanics and Geotechnical Engineering 8 (2016) 405e414

Contents lists available at ScienceDirect

Journal of Rock Mechanics and
Geotechnical Engineering
journal homepage: www.rockgeotech.org

Review

A review of shear strength models for rock joints subjected to constant
normal stiffness
Sivanathan Thirukumaran a, b, Buddhima Indraratna a, *
a
Research Centre for Geomechanics and Railway Engineering, Faculty of Engineering and Information Sciences, University of Wollongong, Wollongong,
NSW 2522, Australia
b
Aurecon Australasisa Pty Ltd., Level 2, 116 Military Road, Neutral Bay, NSW 2089, Australia

a r t i c l e i n f o

a b s t r a c t

Article history:
Received 30 July 2015
Received in revised form
30 September 2015
Accepted 9 October 2015
Available online 22 January 2016

The typical shear behaviour of rough joints has been studied under constant normal load/stress (CNL)
boundary conditions, but recent studies have shown that this boundary condition may not replicate true
practical situations. Constant normal stiffness (CNS) is more appropriate to describe the stressestrain
response of ﬁeld joints since the CNS boundary condition is more realistic than CNL. The practical implications of CNS are movements of unstable blocks in the roof or walls of an underground excavation,
reinforced rock wedges sliding in a rock slope or foundation, and the vertical movement of rock-socketed
concrete piles. In this paper, the highlights and limitations of the existing models used to predict the
shear strength/behaviour of joints under CNS conditions are discussed in depth.
Ó 2016 Institute of Rock and Soil Mechanics, Chinese Academy of Sciences. Production and hosting by
Elsevier B.V. This is an open access article under the CC BY-NC-ND license (http://creativecommons.org/
licenses/by-nc-nd/4.0/).
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1. Introduction
An appropriate evaluation of the shear behaviour of rock joints
is vital, for instance when analysing the stability of rock slopes,
designing excavations in jointed rock, assessing the stability of
concrete dam foundations, and designing rock-socked piles. In
conventional studies, the shear behaviour of a joint is usually
investigated in the laboratory under constant normal load/stress
(CNL) boundary conditions where the normal stress remains constant and the surface of the joint dilates freely during shearing. The
best example to illustrate a CNL condition is a slope stability
problem where the rock block is sliding along the joint without any
constraint. However, in engineering practice, the normal stress
acting on the joint interface may vary during shearing, and dilation
of the joint may be constrained by the conﬁned environment
formed across the interface, which often represents a constant
normal stiffness (CNS) condition. The practical implications of this
are movements of unstable blocks in the roof or walls of an underground excavation, reinforced rock wedges sliding in a rock
slope or foundation, and the vertical movement of rock-socketed
concrete piles, as illustrated in Figs. 1e3, respectively. Several
* Corresponding author. Tel.: þ61 242213046.
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Chinese Academy of Sciences.

researchers have insisted that a CNS boundary condition is more
appropriate for many ﬁeld situations (Heuze, 1979; Leichnitz, 1985;
Johnston et al., 1987; Ohnishi and Dharmaratne, 1990; Saeb and
Amadei, 1990; Skinas et al., 1990; Haberﬁeld and Johnston, 1994;
Kodikara and Johnston, 1994; Indraratna and Haque, 1997, 2000;
Indraratna et al., 1999, 2010a, 2015; Seidel and Haberﬁeld, 2002;
Jiang et al., 2004; Thirukumaran et al., 2015). The CNS boundary
condition is usually simulated by a spring with a CNS Kn ¼ dsn/ddv,
where dsn and ddv are the changes in normal stress and normal
displacement, respectively. The value of this CNS Kn is externally
controlled by applied reinforcement or the adjacent rock mass
across the joint interface.
In addition to the boundary normal stiffness imposed by the
surrounding rock mass, there are other parameters that may affect
the shear behaviour of rock joints such as the joint surface roughness and strength, the level of initial normal stress acting on the
joint interface, the presence of inﬁll (gouge) material, and water in
the joint interface. A considerable amount of work has been conducted to describe how these factors affect the shear behaviour of
joints under CNL conditions, but only a few studies with limited
experimental data and analysis on the shear behaviour of joints
under CNS conditions are available as yet. Apart from this boundary
effect, the shear behaviour of rough rock joints is complex because
the stressestrain response is governed by non-uniform asperity
damage and gouge material that accumulates on the joint interfaces. To date, only a few studies have been devoted to studying

http://dx.doi.org/10.1016/j.jrmge.2015.10.006
1674-7755 Ó 2016 Institute of Rock and Soil Mechanics, Chinese Academy of Sciences. Production and hosting by Elsevier B.V. This is an open access article under the CC BYNC-ND license (http://creativecommons.org/licenses/by-nc-nd/4.0/).
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characterise the asperity deformation directly on the joint surface
(Ladanyi and Archambault, 1970; Riss et al., 1997; Roko et al., 1997;
Gentier et al., 2000; Homand et al., 2001; Grasselli et al., 2002; Yang
et al., 2010; Indraratna et al., 2014; Tatone and Grasselli, 2015).
Others indirectly appraised asperity deformation by assessing the
joint dilation angle (Plesha, 1987; Hutson and Dowding, 1990;
Leong and Randolph, 1992; Lee et al., 2001; Indraratna et al.,
2015), or mobilised the friction angle (Barton, 1982), as well as
provided insight into asperity deformation on the basis of numerical modelling (Karami and Stead, 2008; Asadi et al., 2012) during
shearing. Nevertheless, incorporating the inﬂuence of asperity
degradation and gouge accumulation to the model for rock joints is
still a very challenging task that needs more advanced studies.
Unlike CNL boundary conditions, only a few methods have been
proposed to model either the peak shear strength of rock joints or the
complete shear behaviour of rough rock joints under CNS conditions
(Heuze, 1979; Leichnitz, 1985; Saeb and Amadei, 1990, 1992; Skinas
et al., 1990; Seidel and Haberﬁeld, 2002; Indraratna et al., 1999;
Indraratna and Haque, 2000; Indraratna et al., 2005, 2010b, 2015;
Oliveira and Indraratna, 2010). The objective of this review paper is
to study the importance of developed models and also identify the
limitations for using these existing models in practical applications.

2. Existing shear strength models
Fig. 1. Joint behaviour in the roof or walls of an underground excavation (after
Indraratna et al., 1999). (a) Underground excavation in jointed rock. (b) Equivalent twodimensional model for joint on the top of roof.

2.1. Heuze’s (1979) analytical model

the evolution of asperity damage and production of gouge on the
joint surface due to the technical difﬁculty of experimentally
measuring the rate of asperity damage and the production and
distribution of gouge material. Some studies have attempted to

Heuze (1979) emphasised that when a joint begins to dilate, it is
partially restrained by external normal stiffness applied across the
interface and thus the normal stress across the joint increases.
Therefore, he used an analytical method to calculate the incremental
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Fig. 2. Behaviour of joints in a reinforced rock slope (inspired after Indraratna and Haque, 2000).
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Fig. 3. Idealised displacement of pile socketed in rock (after Johnston et al., 1987).

normal stress as a function of external boundary stiffness and the
net results of joint closure under compression and opening during
shearing. The concept of this analytical model is illustrated in Fig. 4
and also brieﬂy described hereafter. Based on an assumption of joint
bi-dilation, the incremental normal stress (Dsn) is formed by a
positive dilation Ddv which compresses the external constant stiffness spring, whereas the increment of normal stress in the system
tends to stop the joint from opening due to normal stiffness in the
joint itself (kn). The equilibrium of Ddv is thus expressed from

ddv ¼

vdv
vdv
dd þ
ds n
vdh h vsn

(1)

where vdv/vdh ¼ tani and vdv/vdn ¼ 1/kn.
Thus, Heuze (1979) proposed the following equation to calculate
the increment of normal stress under CNS:



kn Kn
ddh
dsn ¼ tan i
kn þ Kn
where dh is the shear displacement.

(2)
Fig. 4. Conceptual model of dilatant joints (after Heuze, 1979).
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Eq. (2) can be used to calculate the change in normal stress
under CNS. Hence, Heuze (1979) suggested a three-degree polynomial equation to describe the peak shear strength of a rough rock
joint below the critical normal stress, beyond which no dilation
occurred. Thus, the peak shear stress (sp)CNS under CNS can be
determined by

 

sp

CNS

¼ asn þ bs2n þ cs3n

(3)

where a ¼ tanfp, b ¼ 3Cp =s2cr  2ðtan fp  tan fr Þ=scr , and c ¼
2Cp =s3cr þ ðtan fp  tan fr Þ=s2cr , in which sn is the normal stress,
scr is the critical normal stress, Cp is the apparent cohesion, fp is the
peak friction angle equal to the addition of initial dilation angle (at
sn ¼ 0), and fr is the residual friction angle. When sn > scr, the peak
strength was simply given by sp ¼ Cp þ sntanfr, and the residual
shear strength was given by sr ¼ sntanfr.
2.2. Leichnitz’s (1985) analytical model
From the results of CNS and CNL direct shear tests, Leichnitz
(1985) showed that the shear force (S) and the normal displacement (v) are independent of a given stress path (i.e. either CNL or
CNS stress path) and are functions of the shear displacement (u)
and normal force (N) not of the stiffness; in other words, the shear
force S ¼ b
Sðu; NÞ and normal displacement v ¼ b
v ðu; NÞ. Hence, he
proposed the following partial differential equations in order to
predict the shear response under CNS:

dS ¼

vb
S
vb
S
du þ
dN
vu
vN

(4)

dv ¼

vb
v
vb
v
du þ
dN
vu
vN

(5)

Eqs. (4) and (5) can be written in the compact matrix form as



dS
dN



0*

* **

d þ mvk
¼ @
**
vk

1


mk A du
*
dv
k

2.4. Saeb and Amadei’s (1992) analytical model
Saeb and Amadei (1992) stated that the total normal displacement of a joint v must be a function of the shear displacement u and
the normal stress sn based on the previous graphical analysis. In
order to describe this function, they proposed the following
mathematical expression:



sn k2
v ¼ u 1
tan i0 þ

sT

**

*

at the points of intersection between the shear displacement lines
ui and the normal displacement versus shear displacement curves
shown in Fig. 5c.
As can be seen from Fig. 6, the curve u ¼ u0 represents the
closure of mated joints (interlocked joints) under uniaxial
compressive loading shown in Fig. 5a, where each curve u ¼ ui
(i ¼ 1e4) represents the behaviour of the joint under normal
compressive loading after being separated by a shear displacement
equal to ui. With the response of joints shown in Fig. 5c, all the
curves ui (i > 4) coincided with the curve u4 because there is no
further dilation for shear displacement higher than u4, so all the
curves ui approached the curve u0 as sn increased.
Fig. 5 can be used to predict the shear behaviour of a joint for any
load path. For example, Fig. 6 shows that the four distinct load paths
that originated from point A were given by assuming that a normal
stress sn ¼ 4A was applied prior to shearing. Under a CNS Kn, the
joint may follow the path AFGHI but it would follow the path ABCDE
under CNL (Kn ¼ 0) or AJKLM when no change in joint normal
displacement was allowed (Kn / N). Finally, the path ANPQR
corresponds to a joint in a rock mass with increasing applied
normal stiffness. In Fig. 6, by recording the values of sn and u at the
point of intersection of each path with curves ui and then using
Fig. 5b and c, the shear stresseshear displacement and dilation
curves for sn ¼ 4A can be constructed; they are shown as dashed
lines in Fig. 5.

(6)

*

*
*
where d ¼ vb
S=vu, m ¼ vb
S=vN, v ¼ vb
v =vu and 1=k ¼ vb
v =vN.
Leichnitz (1985) called these parameters stiffness functions, and
they can be calculated from the test results to predict the shear
behaviour of joints under CNS.

(7)

where sT is the transitional stress which is treated as an independent constant obtained from experimental results; i0 is the initial
dilation angle (the average inclination angle of asperities in contact); k2 is the empirical constant with a value of 4, as suggested by
Ladanyi and Archambault (1970); Vm is the maximum joint closure;
and kni is the initial normal stiffness of the joint.
By differentiating Eq. (7) and then rearranging it, the following
incremental formulation can be obtained:

2.3. Saeb and Amadei’s (1990) graphical method
Goodman (1980) originally presented a graphical method of
coupling closure and shear behaviour under constant normal
stress or zero normal stiffness (CNL) for rough joints, while
simultaneously analysing the dependent path where no dilatancy
is permitted during shearing under normally controlled displacement or constant normal displacement, but it may be allowed
during strict CNS conditions. However, Saeb and Amadei (1990)
emphasised that constant or variable normal stiffness boundary
conditions are more likely to exist across joint surfaces in-situ
rather than CNL. They extended Goodman’s (1980) method to
predict the shear behaviour of rough joints under constant or
variable normal stiffness boundary conditions by coupling the
closure of joints at different shear displacements and shear behaviours under CNL. They used the curves in Fig. 5 to plot the
variation in normal stress sn versus normal displacement v for
different values of shear displacement u that is shown in Fig. 6.
Every curve ui in Fig. 6 was constructed using the values of sn and v

sn Vm
kni Vm  sn

dsn ¼


k2
dv  1  ssnT
tan i0 du


k2 1
sn
2
uk
1

tan i0 þ
sT
sT

(8)

2
kni Vm
2
ðkni Vm sn Þ

Eq. (8) relates the change in normal stress to the changes in
normal and shear displacements, which can be rewritten in a more
compact form as

dsn ¼ knn dv þ knt du

(9)

where knn ¼ vsn/vv and knt ¼ vsn/vu. However, Eq. (9) is only valid
for sn/sT < 1. In a similar way, they proposed the following
expression for shear stress because it depends on normal and shear
displacements:

ds ¼ ktn dv þ ktt du

(10)
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Fig. 5. The joint response curves for normal stresses ranging between 0 and 20A, where A is an arbitrary stress (after Saeb and Amadei, 1990).

where ktn ¼ vs/vv and ktt ¼ vs/vu. In order to evaluate these shear
stiffness, Saeb and Amadei (1992) used the two basic models which
were recommended by Goodman (1976) to represent the joint
shear stresseshear displacement behaviour under CNL. The
following relations apply for both of these models:

9

s ¼ ks u =


sp
u < up

ks ¼

s ¼

up

(11a)

;


sp  sr
sr up  sp ur 
uþ
up  u < ur
up  ur
up  ur

s ¼ sr ðu > ur Þ

(11b)

(11c)

where sp and sr are the peak and residual shear stresses, respectively; and up and ur are the peak and residual shear displacements,
respectively. Using the chain rule of differentiation and Eq. (11a),
(11b), they obtained ktn ¼ vs/vv and ktt ¼ vs/vu over the three regions of u for both models. By combining Eqs. (9) and (10), Saeb and
Amadei (1992) suggested a general incremental formulation for the
behaviour of rock joints under shear and normal loading at constant or variable boundary normal stiffness conditions:



dsn
ds




¼

knn
ktn

knt
ktt



dv
du


(12)

2.5. Skinas et al.’s (1990) graphical model
Skinas et al. (1990) indicated that modelling the complete shear
behaviour of joints under CNS requires a method that can predict
the variations of dilation under changing normal stresses and shear
displacements. Fig. 7 graphically illustrates their approach. The
right side of the ﬁgure contains two dilation curves that correspond
to shearing under CNL, while the left side shows a trend of variation
in normal stress with dilation for CNS. By assuming that point 1 on
the dilation curve corresponds to sni if the joint is sheared at a new
position ui þ 1, normal displacement will increase to a value of viþ1
depending on Dsn. This new point (2) will refer to another dilation
curve that corresponds to sniþ1 on the right side of the plot. The
position of point 2 can be deﬁned if the following conditions are
satisﬁed:

viþ1 ¼ v*i þ ðuiþ1  ui Þtan dn

(13)

sniþ1 ¼ sni þ Kn ðviþ1  vi Þ

(14)

A linear iterative procedure can be applied to Eqs. (13) and (14)
to calculate point 2, but to determine the increment of dilation
under CNL conditions, Skinas et al. (1990) adopted the concept of
mobilised dilation that was proposed by Barton (1982), thus
ui
dn ¼ ð1=MÞJRCmob
log10 ðJCS=sniþ1 Þ, where M is the damage coefﬁcient, JRCmob is the mobilised joint roughness coefﬁcient, and JCS
is the compressive strength of the joint wall. As Barton and
Choubey (1977) suggested, the values of M at peak strength are
equal to 1 and 2 for low and high normal stresses, respectively,
although Skinas et al. (1990) stated that M can reach a value of 5 in
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s ¼ s tanðfb þ qÞ

(16)

where s is the average normal stress applied to the joint, fb is the
basic friction of the joint, and q is the asperity inclination.
(2) Asperity shearing

Fig. 6. Normal stress versus normal displacement at different shear displacement
levels (after Saeb and Amadei, 1990).

the post-peak range at high normal stresses. Finally, they proposed
the following equation to predict the mobilised shear stress at any
stage of shearing under CNS:



ui
smob ¼ sniþ1 tan JRCmob
log10





JCS

sniþ1

þ fr

(15)

h

s¼

Seidel and Haberﬁeld (2002) noted that as shear displacement
progresses, the contact area between two surfaces of a joint is
restricted to one asperity face, which gradually reduces. Thus,
normal stress increases as a consequence of the reduced contact
area as well as the results of an applied external normal stiffness. A
critical normal stress is then reached where the asperity can no
longer withstand and individual asperity failure/damage takes
place. In addition, numerical simulations and video records of
direct shear tests convinced them that a rotational asperity failure
occurred. This was in contrast to other models such as Patton
(1966), which were based on planar failure surfaces. As a consequence, the shapes of the curved asperity failure led Seidel and
Haberﬁeld (2002) to use slope stability methods to model the
shear failure/damage of asperities of soft rock. They adopted a
closed form solution for the failure of a weightless slope with a
slope angle j in a c-f soil subjected to an inclined load, a method
originally proposed by Sokolovsky (1960). The following equation
was suggested by Seidel and Haberﬁeld (2002) to predict the shear
stress during asperity damage:

i

sn tanðfb þ qÞ tan fb þ tan b* þ tan fb þ b* ðtan fb þ tan qÞ
1 þ tan fb tan b

*

h

ð

Þ

*
tan fb þ q þ tan fb þ b

i

2.6. Seidel and Haberﬁeld’s (2002) theoretical model
Based on the comprehensive tests results on concrete/rock
joints (Johnston et al., 1987; Johnston and Lam, 1989; Kodikara and
Johnston, 1994; Haberﬁeld and Johnston, 1994; Seidel and
Haberﬁeld, 1995; Haberﬁeld and Seidel, 1999), Seidel and
Haberﬁeld (2002) proposed a theoretical model for predicting the
pre-peak and post-peak shear behaviours of soft rock/rock joints
and concrete/rock joint under CNS. The key hypothesis of their
modelling was that natural joint proﬁles (with complex geometry)
could be idealised as a series of simple triangular asperities, and
thus the shear behaviour of the more complex proﬁles could be
predicted from the models developed from triangular asperities.
The tests on joint proﬁles with triangular asperities showed that
shear behaviour involved two independent mechanisms, i.e. with
initial sliding along the surface of the asperities and then simultaneous shearing through all the intact asperities (Seidel and
Haberﬁeld, 2002). To begin with, the development of a triangular
asperity model by Seidel and Haberﬁeld (2002) is brieﬂy described
as follows.
(1) Asperity sliding
In order to calculate the required average shear stress s for
asperity sliding, Seidel and Haberﬁeld (2002) suggested the
following equation, which is similar to the model of Patton (1966):

(17)

where b* is the asperity failure angle.

2.7. Models developed at University of Wollongong
Extensive research has been carried out at University of
Wollongong (UOW), Australia on the shear behaviour of rock
joints under CNS. In this section, models developed at UOW are
described brieﬂy hereafter. Indraratna et al. (1999) also
emphasised that accurately modelling joint dilation could result
in good predictions of the shear behaviour of joints under CNS, so
they used the Fourier series to ﬁt the exact joint dilation from the
test results. The typical Fourier series used in their study to
model the dilation of joints with triangular-shaped asperities are
as follows:

ðdv Þh ¼





n 
a0 X
2pnh
2pnh
þ bn sin
þ
an cos
T
T
2 n¼1

(18)

where (dv)h is the joint dilation (normal displacement) with respect
to the shear displacement h, T is the maximum shear displacement,
n is the harmonic numbers related to the accuracy of ﬁtting, and an
and bn are the Fourier coefﬁcients that can be determined based on
experimental data. By considering the energy balance principles,
Indraratna and Haque (2000) suggested a new form of shear stress
equation coupled with Fourier coefﬁcients:
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Fig. 8. A concept to model the variation of dilation rate with shear displacement (after
Indraratna et al., 2015).

Fig. 7. The procedure for calculating dilation under CNS (modiﬁed from Skinas et al.,
1990).

(

sh ¼ sn0 þ

(

 ))


n 
Kn a0 X
2pnh
2pnh
þ bn sin
$
þ
an cos
T
T
Aj 2 n ¼ 1

.
8
>
0 0 < dh dhpeak  c0
>
>
>
>
2
>
!2 3
>
>
>
>
d
1
< v_
h
4
1 5
peak 1 
v_ ¼
ðc0  1Þ2 dhpeak
>
>
>
>
( "
!#c2 )
>
>
>
>
dh
>
>
_
exp

c

1
v
: peak
1

dhpeak

tan fb þ tan i0
1  tan fb tan ih
where sh is the shear stress at shear displacement h, ih is the dilation angle at a shear displacement h, i0 is the asperity angle, sn0 is
the initial normal stress, and Aj is the joint surface area.
Based on enormous CNS direct shear test results on unﬁlled
and inﬁlled joints (Indraratna and Haque, 1997; Indraratna et al.,
1998, 1999, 2005, 2008), Indraratna et al. (2010b) proposed a
new shear displacement criterion for soil-inﬁlled idealised sawtoothed joint proﬁles incorporating the inﬁlled squeezing
mechanism:

sh ¼ sn0 þ

Kn
ðdv Þh
Aj

#

where c0 is the ratio of dh/dh-peak at which dilation is assumed to begin,
c1 and c2 are the decay constants, and v_peak is the peak dilation rate
which can be calculated by v_peak ¼ tan b=½1  Kn ða sec2 b þ lÞ,
in which a ¼ dh-peakJRCap/180Msn0ln10, b ¼ (1/M)JRClog10(JCS/sn0),
2
2 =ðk V
l ¼ kni Vm
ni m þsn0 Þ , where the damage coefﬁcient M

was either 1 or 2 for shearing under low or high normal stress,
respectively; and Vm is the maximum closure of the joint.
By adopting the concept of mobilised roughness as proposed by
Barton (1982), Indraratna et al. (2015) proposed the following
equation to calculate the mobilised shear stress smob for CNS:

0
tan fb þ tan i0
h þ tan ffill þ i ð1  hÞ
1  tan fb tan i
(20)

1

.

dh dhpeak > 1
(21)

(19)

"

.
c0 < dh dhpeak  1

where i ¼ tan (ddv/dh) is the dilation, h is the squeezing factor and
fﬁll is the friction angle of inﬁlled material. For unﬁlled joints, Eq.
(20) is similar to Eq. (19). Oliveira and Indraratna (2010) updated
Eq. (20) to incorporate natural joint surface roughness.
Most recently, Indraratna et al. (2015) proposed a conceptual
_ with the ratio of shear displacevariation of the dilation rate (v)
ment to peak shear displacement (dh/dh-peak) for a joint subjected
to direct shear under CNS (see Fig. 8). This variation in the rate of
dilation was characterised by three major zones on the basis of dh/
dh-peak where each zone describes joint dilation under CNS. When
1 < dh/dh-peak  c0, dilation will be postponed and in the region
deﬁned by c0 < dh/dh-peak  1, the dilation rate increases. The last
zone is dh/dh-peak > 1 where the dilation rate decreases as a result
of degradation of the joint surface asperities. To analytically
describe this variation in the rate of dilation for these three
different zones, the following equations were suggested by
Indraratna et al. (2015):

smob

B
¼ @sn0 þ Kn

Zdh
0

1
tan fb þ v_
_ dh C
vd
A
_
fb
1  vtan

(22)

Eq. (22) can only be used to predict the shear behaviour of a joint
when the asperities begin to mobilise at the joint interface, so Eq.
(22) does not describe the shear behaviour within a small range of
strain when shearing begins. Therefore, Indraratna et al. (2015)
assumed the shear behaviour was elastic for the initial small
range of shear displacement and then they proposed the following
equation to calculate the complete shear stresseshear displacement behaviour of joint under CNS:

s¼



ks dh ðks dh < smob Þ
smob ðotherwiseÞ

(23)

where ks is the shear stiffness of the joint.

3. Discussion
Most of the existing modelling techniques emphasized that by
modelling the dilation of a joint under CNS, the complete shear
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behaviour of the joint under a CNS stress path can be described. The
approaches used to model the dilation of a joint under CNS were to
some degree complex compared to the modelling technique used
in CNL, because the normal stresses in a joint change continuously
during shearing. Highlights and limitations of existing modelling
techniques are given in Table 1. A few attempts were made
graphically to estimate joint dilation under CNS by using the
existing dilation data from CNL conditions (e.g. Saeb and Amadei,
1990; Skinas et al., 1990). In order to use these graphical techniques to predict the shear behaviour of a joint under CNS at a given
initial normal stress, a large number of CNL direct shear results
would be required. Whereas the conceptual modelling approaches
can be used analytically to predict the shear behaviour of a joint
under CNS, their constitutive equations consisted of many material
constants that may reduce the efﬁciency of the analysis (e.g.
Leichnitz, 1985).
The modelling methods proposed by Leichnitz (1985), Saeb
and Amadei (1990, 1992) and Skinas et al. (1990) were based
on an assumption that the shear behaviour of a rock joint is independent of the stress history, but this assumption may not
always be applicable, because increasing normal stress during

shearing may cause different levels of asperity damage along the
joint interface (e.g. Indraratna and Haque, 2000). Although, the
models proposed by Heuze (1979), Indraratna and Haque (2000),
Seidel and Haberﬁeld (2002) and Indraratna et al. (2010b)
included a dependence on the CNS stress path, they may not
represent the true behaviour of natural joints, because these
models were only validated for synthetic joint surfaces with
regular shaped asperities. Furthermore, as Indraratna et al.
(2010a) suggested, in practice, a considerable number of Fourier coefﬁcients are needed to accurately predict the shear
behaviour of rock joints, and this is often cumbersome. The most
recent model developed by Indraratna et al. (2015) has incorporated asperities damage under CNS conditions. While the value
of CNS (Kn ¼ 0.56 MPa/mm) used in their study is reasonable for
a sedimentary jointed rock, a different range of Kn values may be
required for stiffer rock types. Although their analytical model
was only validated for three different types of rough joints
(JRC ¼ 7.3, 10.4 and 15.3) with a range of JRC/sn0 ¼ 41e164,
further model validation is needed for different values of JRC and
a wider range of JRC/sn0 in order to use them effectively in
practical applications.

Table 1
Highlights and limitations of existing modelling techniques.
Modelling
techniques

Investigator(s)

Highlights

Limitations

Graphical
method

Saeb and Amadei
(1990)

Original graphical method of Goodman (1980) was extended to
predict the complete shear behaviour of the joint under CNS
condition

Skinas et al.
(1990)

A new graphical method was used to calculate mobilised joint
dilation under CNS and predict the complete joint shear
behaviour;
Surface roughness and compressive strength (JRC and JCS) of the
natural joint were included
Joint shear behaviour was considered as dependent of the CNS
stress path;
Bi-dilation concept was used to calculate the peak CNS dilation
angle
Constitutive equations were proposed with a well-deﬁned
stiffness matrix

A large volume of experimental results under CNL were
required to predict the shear behaviour of joint under CNS at a
given initial normal stress;
The shear behaviour of the joint was assumed as independent of
the stress history
CNL stress history and test results were used to develop the
model;
The joint shear behaviour was assumed as independent of the
stress history

Conceptual
approach

Heuze (1979)

Leichnitz (1985)

Saeb and Amadei
(1992)

Constitutive equations similar to Leichnitz’s (1985) equations
were proposed with a revised stiffness matrix, in which a
simpliﬁed joint surface roughness parameter was included

Indraratna and
Haque (2000)

Shear behaviour of joint was considered as dependent of the
CNS stress path;
Fourier series was used to obtain the optimum joint dilation

Seidel and
Haberﬁeld (2002)

Shear behaviour of joint was considered as dependent of the
CNS stress path;
Different values of joint stiffness (i.e. concrete/rock or rock/rock
joint interfaces) were incorporated
Shear behaviour of joint was considered as dependent of the
CNS stress path;
Natural joint proﬁle and inﬁll material were considered;
Fourier series was used to obtain the optimum joint dilation
Shear behaviour of joint was considered as dependent of the
CNS stress path;
A new simpliﬁed (conceptual) joint dilation model was
introduced to predict the complete shear behaviour of joint;
The natural joint surface roughness and its compressive
strength (JRC and JCS) were considered in the model;
Asperity degradation under CNS was incorporated in the model

Indraratna
et al. (2010b)

Indraratna
et al. (2015)

Applicable for joints with triangular or saw-tooth asperity
proﬁles;
Only the peak shear strength of joint can be predicted
Shear behaviour of joint was considered as independent of the
stress history;
Constitutive equations consisted of numerous material
constants;
The roughness of joint surface was not incorporated in the
model
Shear behaviour of joint was considered as independent of the
stress history;
Joint surface roughness was simpliﬁed using an initial asperity
angle;
Model was validated with limited test data
Model was validated with the test results obtained for regular
joint proﬁles (triangular or saw-tooth shaped);
A large number of Fourier coefﬁcients were required to predict
the complete joint shear behaviour
Joint surface roughness was simpliﬁed using an initial asperity
angle;
Natural joint surfaces were not tested;
Validated with limited experimental data
A large number of Fourier coefﬁcients were required to predict
the complete joint shear behaviour;
Validated with limited experimental data
Validated with limited experimental data

S. Thirukumaran, B. Indraratna / Journal of Rock Mechanics and Geotechnical Engineering 8 (2016) 405e414

4. Conclusions
This paper mainly reviewed the existing shear strength models
of rock joint under CNS boundary conditions. Particular attention
was given to modelling techniques as well as the highlights and
limitations of developed models. Although several methods were
used to model the shear behaviour of rock joint under CNS, the
main objective of these methods was to predict joint dilation under
CNS. The accuracy of model predictions generally depends on how
well one could predict the normal displacement (dilation or
compression) while taking into account the asperity geometry,
strength, and degradation as the normal stress changes or asperity
contact area reduces. This has been a difﬁcult question for long time
in rock mechanics. A very few existing models, although they have
not addressed this comprehensively, have advanced this aspect
further to make predictions more rational. Finally, a large data base
of CNS direct shear test results is needed to check the validation of
existing models before recommending their use in rock engineering applications.
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